
TEST REPORT 7559A

Purpose:   To show conformance of Parco ethylene propylene compound 5601-70 revision W, to the
requirements of ASTM D2000 M4AA710 A13 B13 EA14 F17 Z1.  Reference Lab Request
1956.

Sequence: Tests as listed in specification.

Sec. ASTM
of Test

Spec. Requirements Result Method

Original Properties
Hardness, Shore  A 70 ± 5 71 D2240
Tensile strength, MPa (psi), min. 10(1450) 16.5(2399) D412
Ultimate elongation, pct., min. 150 575 D412

Heat Aging
A13 70 hours at 70°C (158°F) D573

Hardness change, pts., Shore A, max. 10 2
Tensile strength change, pct., max. -25 -2
Ultimate elongation change, pct., max. -25 -18

Compression Set, Solid D395
B13 22 hours at 70°C (158°F) Method B

pct. of original deflection, max. 25 22

Fluid Aging, Water
EA14 70 hours at 100°C (212°F) D471

Volume change, pct., max. 10 0

Low Temperature Property
F17 Non-brittle after 3 min. at -40 °C (°F) Pass Pass D2137
Z1 TR-10, °C (°F) Report -43(-46) D1329

Conclusion: Parco ethylene propylene compound 5601-70, revision W, meets the requirements of
ASTM D2000 M4AA710 A13 B13 EA14 F17 Z1. 

Approved by:_________________________
Garrett Lim, R & D Manager

Date testing completed: 03/16/04

Date report issued: 08/30/04
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